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MSME- TESTING CENTRE
Ministry of Micro, Small & Medium Enterprises
GOVERNMENT OF INDIA
“MSME Tower”, Near CIMS Hospital,
Science City Road, SOLA
Ahmedabad-380060

A7

N0.MET/TESTING/MSME-D]/AHD/2022-23

To,
The District Education Officer, Dist. Surat

(Reett Qeu@sidd sd),
W /3, (Reell AUMEA-2, WEUCAIBR,
Y, (.Yt

Sub- Testing Facility of Paper and Paper Products at MSME Testing

Respected Sir / Madam,

Government of India, Ministry of MSME ha
411 over India for providing testing and ca
standards to the industries in general and Micro, Smal
materials, semi furnished goods and furnished products manu

In the same line MSME -Testing center, Ah
Government of India at MSME Tower, Sola-Science City Road,
equipments are established with following testing facilities for

as per national and international standards.

e Grammage o Brightness
o Bursting strength « Opacity and color
« Thickness Size « Cobb test, Double fold
. PHvalue strength (Machine
. Tensile strength (Machine »D?rectfon, Transverse
Direction, Transverse Direction)
Direction) v Gloss '
o WaxPick

The competent personnel are engag
It is requestéd’to Ltilize this facilify for paper and paper!

For more details, kindly contact Mrs. Anamika Singh,

Encl: copy of brochure
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ed to carry out the above tests.

rems being used in your estec

Dt.12/04/2023

Center, Ahmedabad, Gol.

s setup MSME- Testing Centers and MSME- Testing Stations
libration facilities conforming to national and international
| & Medium Enterprises in particular for raw
factured by them.

medabad has been established by Ministry of MSME,
Ahmedabad in which the state-of-the art
“Testing of Paper and Paper Products”

« Smoothness and Porosity

o Tear strength (Machine
Direction, Transverse
Direction)

e Moisture content

« Ash contentand Stiffness test

etc.

med Deparunent.

Mo 110-8160291418.
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MSME-TESTING CENTER

uM ”
SME Tower”, Near CIMS Hospital, Science City Road, Sola,
Ahmedabad-380060

Testing Facilities for Paper & Paper Products

Brightness, Opacity & Color Test
Cobb Sizing Test

Grammage Test

Thickness & Size Test

Bursting Strength Test

Folding Endurance Test

PH Value Test

Tensile strength Test

Gloss Meter Test

10. Wax Pick Test
Smoothness and Porosity Test

12. Tear Resistance Test
13. Moisture content Test

14. Stiffness Test
15. Ash content Test

OONNB WP

For further details, please contact: 6
shri K.H. Shah @
Technical Manager @ f»

Tel. No.-079-27543147, 27544248
Email: - dcdi-ahmHad@dcmsme.gov.in Q
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